APPENDIX

IST OF TECHNWICAL DOCUMENTS ISSUED BY THE IRG SECRETARIAT

WORKING GLOUP I
Reticulitermes (Ins Iscpt) in Central and Western Eurone,
by G Becker (4.11.1969)

Fiches monograrchiques pour les champipnmons lignivoras
(September, 1970)

List of fungl chserved in avalanche barriers locatsd in
subalpine and alpine repions, by O Walchli (29.9.1970)

The ralationqhip Laetween blue-stain and bark heetles, by
Aino Kadrik (14.11.1971)

Bilogical control of the Formosan subterranean termite
Coptotermes formosonus Shiraki, by A C Jewett
(September 1971)

:cteria and Wood. A Review of the Literature Holating
the Presence, Action and Imteraction of Bacteria in Wood, by
E Rossell, E G I Abbot and J F Levy (November 1971)

w
L

Model Questionnaire for Preparation of Monographic cards for
Wood-Destroying Fungl, by C Jacquiot (3.1.1972)

French version of Document lie 11GE/YP/103

Answers to the questionmaire on Glogophyllum trabeum
(=Lengites trabea), by T Hof (September 1972)

Documentation on ¥Yerulius (Serpula) Laerimans (Wulf.) Fr.,
by J Segmuller and O Walchii, (12.10.1972}

fapport sur la Fiche Monographigque concernant lea
Coriolus versicolor by C Jacquiot, (10.10.1972)

ort on the Monographic Card on Cortolus vereicolor
('1Lu5ldtlon of Document No: IRG/WP/109 and amended) .
by € Jacquiet, (17.11.1572)

First Draft of a Monographic Card for Gloeophyllum tralbcum
(Pers ex Fr) Murr. By T Hof (June 1973)

Report on the Moncgraphic Card on Contopiora putea
by Aino Kaarlm, (Jurne 1973)

Monographic 1nformatlon on Lentinus lepideus, by
Walter Liese and Gunther Seehann, (June 1273)

First draft of a monographic card for Gloeophyilum
abtetinun (Bull ex Fr) Karst., by T Hof, (June 1373)
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Paper for discussion on moncgraphic cards for IRG/WP/117

Porta vartllantii, Poria vaporaria,and Poria monticola,
by J Wazny (June 1973)

Fiche pour Sterewn hirsutum by C Jacquiot, (June 1973) IRG/WEP/118



WORKING GROUP II

Collaborative Experiments in Testing the Toxicity of Wood
Preservatives to Seft Rot Fungi, by J G Savory and

A T Bravery (1970)

Collaborative Soft LRot Tests, Paper for discussion by
J G Savery and A F Bravery (September 1970)

Addendum to Paper for discussion (September 1970)

Influence of the Content of Organic Matter of Scil on the

Degradation of Wood by Soft Rot Fungi, by O Wilchli (30.9.1970)

Comparative Investigations on the Influence of Wood Seasoning,

Wood Properties and Temperature on the Toxic Values of ¥ood
Preservativesragainst Aylotrupes Egg Larvae, by G Becker,
T Hof and O Walchli (1970)

Statistical Treatment of Results of Soil Anelyses,
by A F Bravery {March 1971)

Proposals for a standardised soil burial test,
by A F Bravery (1.9.1971)

Summary of Comments on 'Proposals for a standardised soil
burial test' by J G Savory (1.9.i371)

Essais de collage de bois traites pour la réalisation
d'éléments de charpente lamelles, by J Guillemain-Thévenot
(Movember 1871)

English translation cof summary and conclugions of IRG/WP/203

Co-operative tests concerning influence of solvent and
drying method on the toxic limit of woed preservatives
against Basidiomycetes. Preliminary report, by T Hof
(2.11.1971)

The Effect of Preservative Distribution in Small Blocks

of Pinus sylvestris on the Toxicity of Tributyltin Oxide

to Reticulivermee santonensis Fevtaud, by M P Levi and

D N R Smith. Reprint from 'Material und Organismen', 6 (3)
233-2u0 (1971)

Collaborative Soft Rot Tests, by J G Savory (September 1972)

Objectives of future collaborative goft rot tests by
J G Savory (September 1972)

Tests conducted at Princes Risborough and Delft on
scll samples from ceollaborating laboratories, by
J G Savory {September 1572)

Interim report on PRL test of Cu/Cr/As pressrvative
using method of Document IRG/WP/208 (28.9.1372)
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Soft Rot - Scil Burial Test-Influence of the water

content of the soil on wood decay, by O Wdlchli, (3.10.1972)

Soft rot - Soil burial test-Influence of the addition
of nitrogen;compounds to the secil on wood decay by soft
rot, by O Walchii, (5.10.1872)

Untersuchungen zur Prufung mit Noderfaﬁlepilzen im
Vermiculit-Eingrabe-Verfahren, By W Kerner-Cang and
M Cersonde, (October 1972)

Engiish translation of IRG/WP/21"

Co-operative tests concerning the influence of solvent
and drying method on the toxic limit of wood preservatives
against Contophora puteana, by T Hof, (November, 1272)
Laboratory induction of pupation and emergence in

Anobtum punctatum (Deg) (Col Ancohiidae), by R W Berry

(May 1973)

The variability of preservative distribution in test

blocks, by T W Brooks, M R Gayles and R ¥ Watson (May 12873)

Leaching tests - a paper for discussion by
J W W Morgen, (May 1373)

S0il virulence tests using Scots pine sapwood by
Janice K Carey and J G Savory (May 1973)

Collaborative Soft Rot Tests: PRL Tests of Cu/Cr/As
preservative using method of Document No: IRG/VP/208
by Janice K Carey and J G Savory, (liay 1973)

Collaborative Soft Rot Tests: Proposed Amendments to
Document Wo: IRG/WP/208, by Janice K Carey and
J G Savory, (May 1973)

Investigation on the effect of the use of two imprepnated
wood blocks and of one impregnated and an untreated block
respectively in Kolle jars on the toxic limits of wood
preservatives, by 0 Walchli (14.6.1973)

IRG/WP/212

IRG/WP/213

IRG/VWP /214

IRG/WP/215

IRG/WP/216

IRG/WP/219

IRG/WE /220

IRG/WP/221

IRG,/ Wb /222

IRG/WP/223

IRG/WP/224

IRG/WE/225



WORKING GROUP III

Literature Survey on Creosote for Wood Preservation
(Reissued November 1570)

Literature Suwxvey on the Fermanence and Distribution of
Salt-type Wood Pressrvatives (February 1969)

The Effect of Water Storage on the Cell-Structure of
Sitka spruce (Picea sitchensis) with reference to its
permeability and presevvation by J A Dunleavy and

A J McQuire (Septerber 1970)

Prevantion of Creoscte Elesding From Treated Scots Pine
Poles (September 1970)

Creosote for Wood Preservation (August 1971)

Comité International Permanent's Document COIPL/59.094
(Parts I and II) (issued for comment only, September 1971)

Bibliographie sur les Produits Organiques en Solvant pour la

Préservation du Bois, by H Alliot (16.11.1971)
English translation of Document No IRG/WP/3B

Survey of Practical lethods for Conditicning of [orest
Froducts before Preservative Treatment, by J Rak and
T S McKnight (16.11.1971)

Wood Structure in Relation to Excessive Absorption - A
literature survey, by S i Jutte (September 1971)

The Degradation of Wood by lMetal Fastenings and FPittings,
by L C Pinion (1970)

Corrosion of Fasteners in Treated Wood, by T Wallin
(26.5.1971)

Fluorine Compounds for “ood Preservation, by G Recker
(December 1971)

BEditorial Correcticons to Document Ho IRG/%WP/204 {(June 1972)

The Course of Fixation of Cu-Cr-As Yood Preservatives, by
S E Dabligren, BWPA Annual Convention Reprint (July 1972)

Survey of Horth American Practice in Conditioning
Forest Products before Freservative Treatment, by
J Rak and T $ McKnight, (September 1972)

Improved equipment and technique for high pressure

sap displacement impregnation of natural round wood, by
C G W Mason and F E Shorland, (27.10.1972)
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The Dip Diffusion Treatment of Tropical Building
Timbers in Papua New Guinea, by C R Levy, 5§ J Colwell
and K A Garbutt (October 1972}

Interim reports for discussion regarding the problem of
the treatment of dried sawn spruce building timbers with
water-boruz preservatives, by W Liese, J W W Morgan, T Hof
and R O Ullevalseter, (September 1972)

Transiation of titles of papers listed in Document No
IRG/WP/311, (October 1972)

Bibliographie sur les produits organiques en solvant

pour la préservation du bois, by H Alliot (27+10.1972)

A Biblicgraphy of Organic Solvent-Based ¥ood Preservatrives

by H Alliot (Transliation of Document No: IRG/WP/313

by Mrs C A Millar - Igsued as EBWPA Hews sheet Wo 127 {May 1973)

Bibliography on the use of horon compounds in the preservation
of wood, by R Cockcroft and J F Levy, (February 1973}

Issued as\ Journal of Institute of Wood Science Reprint,

June 1973

Dip diffusion treatments in the tropiecs.
report, by C R Levy. (June 1973)

& preliminary

Paper for discussion - Incising of spruce to improve preservative
penetration, by ¥ B Banks (April 1873)

The micro distriuticn of copper-chrome-arsenate in
Acer pgeudoplatanus and Fucalyptus maculate by
D J Dickinson, (20.5.1973)

¥-ray analysis of selected anatomical structures in
copper/chrore/arsenic treated wood, by H Greaves, (May 1373)

Results of Chemical f..lyses in therFielﬂ of Mood
Preservation in the Bundesanstalt fur Materialprufung
by H J Petrowitz (May 1973)

The Effect of Composition on the Effectiveness and
Fixation of Copper-Chrome-Arsenic and Copper-Chrome
Preservatives, by D N R Smith and A I Williams (2 reprints
from ¥Wood Science & Technology and Correction Slip)

(July 1973)

OTHER DOCUMENTS

The First Annual Report 1969-1970 (August 1970
The Second Annual Report 1970-1971 (August 1971)
The Third Apnual Report 1971-1872 (August 1972)
List of Members (1.1.1972)

Statutes {(January 1969, Amended 1971, Re-issued January 1972)
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